
Appendix C: Standard recipe 
 

Oxide thickness target:  

Process temperature: 1050(°C) 
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Tim

e 
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comme

nts 

Ramp up 

to 500C 
495-500 500 500 2 0 0.5   

Wafer 

loading 
495-500 500 500 2 0 0.5   

Ramp 

upto 

process 

temperat

ure 

1100 1100 1100 2 0 0.5   

Introducti

on of 

Oxygen 

1100 1100 1100 2 20 0.5   

Oxidatio

n step 
1100 1100 1100 0 20 0.5   

Stopping 

oxygen 
1100 1100 1100 2 0 0.5   

Ramp 

down to 

300C 

   2 0 0.5   
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